SUBGONTACT MAGNETOMETRIC
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Providing industrial and environmental safety URL:



POLYINFORM

POLYINFORM SINCE 1989

MAIN ACTIVITIES: SCIENTIFIC AND TECHNICAL BAS

7 doctors of sciences,

Up to 200 professional employees,

Own scientific and industrial equipment,
Own scientific labs,

Headquarter in SaiAPetersburg (Russia).
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i Providing environmental safety,

u Industrial construction,
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i Industrial safety expertise.
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POLYINFORM

varioustypes,

i Doesnot require removal of the
insulating coating, insulating
materials, protective and |
anticorrosive materials from the

surfaceof the inspectedobject,

i Accuratelocalizationof defects,

i Instrumentaldetectingof flaw,

i Nodisruptionof operations
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"v KMD-O3M TECHNOLOGY
/

i The operation principle of the deviceis basedon the registeringof local changesin the

naturalmagnetizationof the structureresultingfrom variousdefects(Villari effect),

i Receiveddata is visualizedas the colorized magnetogramsshowing the location of
anomalieqflaws)

| KMD-O3M

@ Magnetic induction lines
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SUBCONTACT INSPECTION METHOD A"v
y

i Subcontactiagnosticss possiblefor the coatingthicknessup to 40 mm,

i Soppingor changinghe operatingmodeis not required¢ no productionlost,

i Highspeed- upto 100m2 adayper 1 crew,

i Nopreparationneeded,
i Detectsflaw in realtime,

i Reliabilityreaches95 %
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15 SUBCONTACT INSPECTION PROCEDURE
)

“ KMD-O3M provides remote non-contact inspection of above ground, underground and

7 underwater steel pipelines of any type without any interruptions of the operation or any
preparations

.

1. Subcontactnspection. 2. Data processing. 3. Contact tests.
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6 € 4. Map of the defects distribution on the surface of the tank, indicating the loss of metal. °



